
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ESE099 HALIFAX (L.3042) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Rock

Zinc 30 %

Lead 0.354 %

Silver 8.03 g/t

Two samples (32036 and 32037) from the Ennismore 

zone assayed greater than 30 per cent zinc, each, with 

values of up to 0.354 per cent lead and 8.03 gram per 

tonne silver

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

SAMPLE

2018

Assay/analysis                

Rock

Zinc 16.75 %

Lead 5.48 %

Silver 45.6 g/t

four samples (32016 to 32020) from the Hasting zone 

yielded values from 0.338 to 16.75 per cent zinc, 0.017 

to 5.48 per cent lead and 2.6 to 45.6 grams per tonne 

silver

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property

N

DUMP

2007

Assay/analysis                

Grab

Zinc 38.5 %

Lead 10.4 %

Silver 129 g/t

dump material from the Ennismore and Havana zones

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode PropertyN

DUMP

2007

Assay/analysis                

Grab

Zinc 17.9 %

Lead 1.21 %

Silver 16.3 g/t

a select grab sample (50373) of dump material from the 

Hastings zone

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property
N

MAIN

2007

Assay/analysis                

Chip

Zinc 2.29 %

Lead 1.69 %

Silver 41.7 g/t

Samples from trenches on the Halifax zone over 7 

metres

MacIntyre, D. (2018-11-26): Technical Report - Molly 

Gibson Lode Property
N
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