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MINFILE Number: Status:Name:082ESE154 MOREEN (L.1709) Showing

Ore Zone/
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Tonnage/
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Comments

SAMPLE

2008

Assay/analysis                

Trench

Copper 0.23 % Mineralization is observed over 32.0 metres.

Caron, L. (2012-11-16): National Instrument 43-101 
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SAMPLE

2008

Assay/analysis                

Trench

Copper 0.17 % Mineralization is observed over 30.0 metres.

Caron, L. (2012-11-16): National Instrument 43-101 

Technical Report on the Bud-Elk Property.Y
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