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MINFILE Number: Status:Name:082FSE048 COPPER RIDGE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2015

Assay/analysis                

Rock

Copper 0.437 % Sample CR1

Assessment Report 35250

N

ADIT

2014

Assay/analysis                

Rock

Copper 1.401 %

Silver 5 g/t

rock sampling from the No.1 adit, sample 32975-1M

Assessment Report 34421

N

ADIT

2010

Assay/analysis                

Rock

Copper 0.494 %

Cobalt 0.070 %

Silver 1.9 g/t

rock samples from the east adit

Assessment Report 31928

N

ADIT

2009

Assay/analysis                

Rock

Copper 0.410 %

Cobalt 0.020 %

rock samples from an adit portal

Assessment Report 31272

N

SAMPLE

2008

Assay/analysis                

Rock

Copper 0.770 %

Cobalt 0.224 % Assessment Report 30466

N
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