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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1996

Assay/analysis                

Rock

Lead 2.56 %

Zinc 10 %

Silver 59.1 g/t

rock samples (TR-1 to -7) from the Truman hill zone 

yielded from trace to 2.56 per cent lead, 4.06 to greater 

than 10 per cent zinc, trace to 0.15 per cent cadmium 

and trace to 59.1 grams per tonne silver

Assessment Report 24910

N

ADIT

1995

Assay/analysis                

Rock

Zinc 9.63 %

Lead 2.32 %

Silver 68.4 g/t

rock sample (B51891) over a few centimetres from the 

Trillium adit.

Assessment Report 23955
N

TRENCH

1995

Assay/analysis                

Grab

Zinc 9.70 %

Lead 0.52 %

Silver 15.7 g/t

a grab sample (B51893) from a southern trench of the 

Truman Hill zone

Assessment Report 23955
N

TRENCH

1995

Assay/analysis                

Grab

Lead 0.315 %

Zinc 4.745 %

sample (B51895) form the northern trench of the 

Truman Hill zone

Assessment Report 23955
N

ADIT

1984

Assay/analysis                

Grab

Silver 3.4 g/t three samples from muck piles in the Truman drift

Assessment Report 12152

N

DRILLHOLE

1954

Assay/analysis                

Drill Core

Zinc 10 % drill hole (V3) over 0.6 metre from the southern end of 

the mineralized zone on Truman Hill

Assessment Report 20498
N
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