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MINFILE Number: Status:Name:082GSW018 BURT Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1997

Assay/analysis                

Grab

Lead 6.5 %

Zinc 3.4 %

Silver 30.9 g/t

Sample reportedly taken from a three-quarter metre 

wide section of the vein.

Exploration Report for Gallowai Metal Mining 

Corporation, September 22, 1997, Property File 

Document (PFD 676699)

N
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