
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082KNW212 WAGNER Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

WAGNER

1989

Indicated

Silver 234.8000 g/t

Gold 0.1000 g/t

Lead 4.5800 %

Zinc 4.7800 %

Indicated also stated as 23,287 tonnes grading 0.13 gram 

per tonne gold, 302.6 grams per tonne silver, 8.71 per 

cent lead and 2.24 per cent zinc.

Filing statement 99/89, Golden Arch Resources.
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WAGNER

1989

Measured

Silver 416.5000 g/t

Gold 0.3000 g/t

Lead 8.7500 %

Zinc 3.7000 %

Measured.

Filing statement 99/89, Golden Arch Resources.
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