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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1965

Assay/analysis                

Grab

Silica   45.4000 % A mixed grab sample consisting of chips gathered from 

all of the workings.

Minister of Mines Annual Report 1965, page 275.
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