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Ore Zone/

Year/Report On
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Commodity Grade Reference/

Comments

SAMPLE

1944

Assay/analysis                

Chip

Limestone   54.4400 % Limestone grade is for CaO. Samples were collected at 

9-metre intervals over a 370-metre length.

Minister of Mines Annual Report 1961, pages 146,148.
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