MINFILE Inventory Detail Report

C%?_.{JTT:EBPI] A BC Geological Survey
Ministry of Energy, Mines and Petroleum Resources
| MINFILE Number:  082M 131 Name: MAY Status: Showing
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
SAMPLE Copper 1.67 % rock sample 120962
Assay/analysis Silver 8.0 g/t Assessment Report 23240
1991 N Rock
SAMPLE Copper 0.429 % a rock sample (OTREA018)
Assay/analysis Lc?ad 2.81% Property File - Minnova Inc. [1990-07-04]: Assay
1990 N Rock Zinc 4.90 % Certificate - 0V-0768 - Minnova Inc. - Harper
Silver 19.8 g/t
SAMPLE Silver 5.0000 g/t
Assay/analysis Copper 0.4000 % Assessment Report 14707.
. Zinc 0.0300 %
1985 N Chip
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