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SAMPLE

2018

Assay/analysis                

Rock

Silver 11.3 g/t

Copper 0.808 %

rock sample IS-HOLT-002

Carpenter, T.H. (2018-12-31): Technical Report on the 

Holt Property with Recommendations for Further 

Exploration
N

TRENCH

1987

Assay/analysis                

Rock

Gold 1.14 g/t

Silver 3.4 g/t

One sample, from the trench, assayed 1.14 grams per 

tonne gold and 3.4 grams per tonne silver

Assessment Report 16059
N

FLOAT

1987

Assay/analysis                

Rock

Gold 15.09 g/t

Silver 11.2 g/t

Pyritic float boulders, found in the area of the trench

Assessment Report 16059

N

SAMPLE

1987

Assay/analysis                

Rock

Gold 0.26 g/t

Silver 1.0 g/t

Copper 0.13 %

Lead 0.004 %

sample 4701 of a black, argillaceous chert hosting 

disseminated pyrite

Assessment Report 16059
N
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