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ELNORA VEIN

1985

Assay/analysis                

Grab

Silver 111.0600 g/t

Gold 0.4100 g/t

Lead 0.5300 %

Zinc 0.1600 %

Assessment Report 14684.

N

ELNORA VEIN

1984

Assay/analysis                

Grab

Gold 4.84 g/t

Silver 1667 g/t

Copper 0.96 %

Lead 4.85 %

Zinc 3.65 %

Molybdenum 0.975 %

In 1984, sample (8309-1) of well mineralized quartz 

yielded 1667 grams per tonne silver and 4.84 grams per 

tonne gold. Other samples yielded up to 0.96 per cent 

copper, 4.85 per cent lead, 3.65 per cent zinc and 0.975 

per cent molybdenum

Assessment Report 13598

N
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