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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2012

Assay/analysis                

Rock

Silver 13.2 g/t

Copper 0.159 %

Three samples (164663 to 164665) from the area 

yielded values of up to 13.2 grams per tonne silver and 

0.159 per cent copper.

Kikauka, A. (2012-07-03): NI 43-101 Technical Report 

on the Harmony Property

N

BRECCIA

1989

Assay/analysis                

Unknown

Silver 233 g/t A sample of breccia material, from 717 metres up 

stream of the gold occurrence.

Assessment Report 19081
N

SAMPLE

1986

Assay/analysis                

Grab

Gold 1.6500 g/t Sample F1, number 60 on Figure 3.

Assessment Report 16406.

N
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