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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Rock

Copper 0.294 % Four samples (907459, 907460, 907461 and 907474) 

taken from an area located approximately 700 metres 

southeast of the plotted location of the MacKay Creek 

occurrence yielded from 0.152 to 0.294 per cent copper.

Strickland, D. (2021-03-05): NI 43-101 Technical 

Report on the Isla Property Nanaimo Mining Division, 

British Columbia, Canada

N

SAMPLE

1989

Assay/analysis                

Chip

Arsenic 0.29 %

Antimony 1.45 % Assessment Report 19081

N
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