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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

1987

Assay/analysis                

Chip

Silver 13.0000 g/t

Lead 0.5200 %

Zinc 1.0000 %

Copper 0.025 %

Gold 0.085 g/t

Sample contains greater than 1 per cent zinc; a 

0.1-metre chip sample across a quartz-sphalerite vein.

Assessment Report 16279, page 7.
N

SAMPLE

1984

Assay/analysis                

Chip

Silver 1.5000 g/t

Zinc 0.2750 %

Copper 0.005 %

Gold 0.025 g/t

A 4.5-kilogram chip sample (KC-151984)  taken across 

an 18-metre section.

Assessment Report 14692, page 7.
N

SAMPLE

1984

Assay/analysis                

Chip

Copper 0.014 %

Zinc 0.330 %

Silver 2.8 g/t

Gold 0.020 g/t

chip sample (KC-171984), taken approximately 10 

metres to the west, and over 4 metres

Assessment Report 14692, page 9
N
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