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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2010

Assay/analysis                

Rock

Nickel 0.241 % Rock samples (RVR-2, 3, 12 and 14) assayed from 

0.189 to 0.241 per cent nickel.

Assessment Report 31884.
N

SAMPLE

2000

Assay/analysis                

Grab

Nickel 0.177 %

Chromium 0.115 %

13 grab samples (FPR-01 through FPR-05, FPR-07, and 

FPR-09 through FPR-15) assayed from 0.152 to 0.177 

per cent nickel and up to 0.115 per cent chromium.

Assessment Report 26066.
N
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