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DRILLHOLE

2016

Assay/analysis                

Drill Core

Copper 0.32 % drilling yielded intercepts of 0.32, 0.17 and 0.15 per 

cent copper over 2.00, 13.88 and 14.07 metres, 

respectively, in hole HU-001

Assessment Report 36844
N

SHAFT

2016

Assay/analysis                

Chip

Copper 0.52 % . Chip and channel sampling of the shaft yielded 0.52 

per cent copper over 9 metres

Assessment Report 36844
N

DUMP

2015

Assay/analysis                

Grab

Copper 0.799 %

Iron 10.5 %

A dump grab sample (290515-THU-001) of potassium 

feldspar-epidote altered diorite breccia with specularite, 

chalcopyrite and malachite

Assessment Report 36141
N
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