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MINFILE Number: Status:Name:092ISW086 GOLDPAN SHAMROCK Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2006

Assay/analysis                

Grab

Gold 0.005 g/t

Copper .2619 %

Rock Sample #73282: quartz veinlets with malachite

Assessment Report 28521

Y

2

2006

Assay/analysis                

Grab

Copper .2222 %

Gold .01 g/t

Rock Sample #73283: Quartz Vein with malachite

Assessment Report 28521

Y

SAMPLE

2006

Assay/analysis                

Rock

Copper 0.0316 % Sample 73266

Assessment Report 28521

N

Friday, May 10, 2024 Page 1 of 1092ISW086MINFILE  Number:


