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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Rock

Copper 0.51 % a sample (4361) from the Pole 346 zone

Assessment Report 38907

N

SOUTHEAST

2019

Assay/analysis                

Rock

Copper 0.33 % a sample (4368) taken several hundred metres to the 

southeast of the main zone

Assessment Report 38907
N

SAMPLE

2014

Assay/analysis                

Rock

Copper 0.72 % rock sample WV14-R07

Assessment Report 35321

N

SAMPLE

2013

Assay/analysis                

Rock

Copper 1.14 % rock sample WV13-R05

Assessment Report 34641

N

SAMPLE

2012

Assay/analysis                

Rock

Copper 0.548 %

Silver 1.45 g/t

Gold 0.02 g/t

Sample 3593635

Assessment Report 33522

N
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