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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Grab

Copper 32.0 %

Vanadium 1.34 %

In 1989, a grab sample of chalcocite assayed 32.0 per 

cent copper and 1.34 per cent vanadium

Assessment Report 20072).
N

SAMPLE

1973

Assay/analysis                

Grab

Copper 0.8000 %

Iron 4.6000 %

Titanium 0.4200 %

Vanadium 1.8000 %

Copper less than 0.8.

Geological Survey of Canada Economic Geology 27, 

page 54.N
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