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MINFILE Number: Status:Name:092L  089 SUNRISE (L.271) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1909

Assay/analysis                

Grab

Iron 56.9700 % Sample also contains 0.447 per cent sulphur, 0.038 per 

cent phosphorus and 1.40 per cent insoluble matter.

Canmet Report 47, 1909, page 18.
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