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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

1989

Assay/analysis                

Chip

Copper 2.03 %

Silver 24.4 g/t

over 1.0 metre (sample 6910) from trench 89-13

Assessment Report 19423

N

SKARN

1989

Assay/analysis                

Chip

Copper 1.09 %

Silver 20.3 g/t

over 2.0 metes (sample 6908) from trench 89-14

Assessment Report 19423

N

SKARN

1980

Assay/analysis                

Rock

Silver 91.8700 g/t

Gold 0.1400 g/t

Copper 4.8800 %

Lead 0.1000 %

Zinc 4.4200 %

Highest of two 18 kilogram samples.

Assessment Report 8284.

SKARN

1963

Assay/analysis                

Drill Core

Copper 2.23 % drill hole LJ-1 over 1.35-metres

Assessment Report 8284

N
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