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MAIN

2003

Assay/analysis                

Drill Core

Gold 1.56 g/t In 2003, diamond drilling yielded values up to 1.56 

grams per tonne gold. Diamond drill hole 03-1 

intercepted 9.3 metres averaging 0.821 grams per tonne 

gold from 57.3 to 66.6 metres depth, including 8.1 

metres yielding 1.060 grams per tonne gold

Assessment Report 27272

N

MAIN

1986

Assay/analysis                

Rock

Gold 5.9100 g/t

Assessment Report 16170.

N

MAIN

1985

Assay/analysis                

Grab

Gold 3.55 g/t grab sample KR 046

Assessment Report 16170

N

MAIN

1983

Assay/analysis                

Chip

Gold 6.29 g/t four rock chip samples (B1576, B1763, B1769, B1775) 

yielded vales of 1.48, 1.88, 1.22 and 6.29 grams per 

tonne gold, respectively

Assessment Report 12138
N
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