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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

1997

Assay/analysis                

Grab

Copper    0.0530 %

Silver    1.1000 g/t

Molybdenum    0.0032 %

Grab samples of float taken at base of cliff below 

inaccessible malachite stained occurrence.

EMPR Fieldwork 1997, pp. 20-24.
N
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