
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:093G  041 FRASER CANYON Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1985

Assay/analysis                

Bulk Sample

Gold 9.7000 g/t Sampling results varied from 1.474 to 9.70 grams per 

cubic yard. The average value overall was $57.50 per 

cubic yard.
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