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MINFILE Number: Status:Name:093H  073 BOWRON RIVER Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1983

Assay/analysis                

Grab

Limestone   53.9000 % Average of 12 grab samples: grade is for CaO.

Industrial Minerals File - Suess, Mike, 1987.
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