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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1988

Assay/analysis                

Drill Core

Silver 142.6000 g/t

Lead 2.3100 %

Zinc 7.9500 %

Mineralization generally low grade with sporadic and 

discontinuous high-grade areas.  Drill hole 88-1 between 

78 and 79 metres.

Assessment Report 17561.
N

SAMPLE

1974

Assay/analysis                

Drill Core

Silver 85.7000 g/t

Copper 0.0600 %

Lead 10.2000 %

Zinc 10.5000 %

Over a true width of one metre.

Assessment Report 4907.

N
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