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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ADIT

2007

Assay/analysis                

Grab

Gold 41.99 g/t

Cobalt 1.1 %

Nickel 0.199 %

Two grab samples (RED07-006 and -007) from the adit 

assayed 26.64 and 41.99 grams per tonne gold, 1.0 and 

1.1 per cent cobalt and 0.167 and 0.199 per cent nickel, 

respectively.

(Burgoyne, A.A., Kikauka, A. (2007-12-18): Technical 

Report on the Rocher Deboule Property

N

VICTORIA

1983

Unclassified

Silver 2.8400 g/t

Gold 42.5500 g/t

Cobalt 2.0000 %

CIM Special Volume 37, page 186.
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