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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2013

Assay/analysis                

Drill Core

Gold 0.376 g/t

Silver 3.4 g/t

Copper 0.073 %

Over 68 metres from 504 to 572 metres down-hole in 

hole BR-13-01.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project

N

DRILLHOLE

2007

Assay/analysis                

Drill Core

Gold 0.466 g/t

Copper 0.088 %

Over 169.88 metres from 90.12 to 260.00 metres 

down-hole in hole BR-07-04.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project

N

DRILLHOLE

2007

Assay/analysis                

Drill Core

Gold 0.610 g/t

Copper 0.104 %

Over 78.30 metres from 110.00 to 188.30 metres 

down-hole in hole BR-07-05.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project

N

DRILLHOLE

2003

Assay/analysis                

Drill Core

Gold 0.565 g/t

Copper 0.079 %

A 161.6 metre intersection from drill hole BR-03-07.

Exploration and Mining 2004, page 43.

N

DRILLHOLE

1997

Assay/analysis                

Drill Core

Gold 0.832 g/t

Copper 0.139 %

Over 62.50 metres in hole BR-96-07.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project
N

DRILLHOLE

1997

Assay/analysis                

Drill Core

Gold 1.12 g/t

Silver 3.2 g/t

Copper 0.18 %

Zinc 0.08 %

Lead 0.08 %

Over 39.93 metres in hole 97-02.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project
N

DRILLHOLE

1996

Assay/analysis                

Drill Core

Gold 0.605 g/t

Copper 0.123 %

Over 60.35 metres in hole BR-96-03.

Lane, B.A. (2017-09-12): NI 43-101 Technical Report 

on the Brenda Gold-Copper Project - White Pass Zone, 

Brenda Gold-Copper Project
N

DRILLHOLE

1993

Assay/analysis                

Drill Core

Silver 4.8000 g/t

Gold 1.1000 g/t

Copper 0.1300 %

Lead 0.0033 %

Zinc 0.0110 %

Average across 47.8 metres of silicified plagioclase 

porphyry from drillhole 93-1 on the Brenda zone (9.14 

metres to 57 metres).

Assessment Report 23385.
N
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