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MINFILE Number: Status:Name:103F  054 MATAJUR (A ZONE) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OUTCROP

1992

Assay/analysis                

Chip

Copper 1.0 % a chip sample taken across 4.5 metres of gossanous 

outcrop

Assessment Report 22952, Figure 3
N

A ZONE

1990

Assay/analysis                

Chip

Copper 1.0000 % Chip sample taken across 4.5 metres of gossanous 

outcrop.

Assessment Report 22952, Figure 3.
N

LOWER

1963

Assay/analysis                

Rock

Copper 3.3 % over 20 centimetres

Property File - Cariboo Gold Quartz Mining Co. Ltd. 

[1963-10-09]: Preliminary Report - Hood, Rod, Bill and 

Young Showings
N

UPPER

1963

Assay/analysis                

Rock

Copper 0.8 %

Property File - Cariboo Gold Quartz Mining Co. Ltd. 

[1963-10-09]: Preliminary Report - Hood, Rod, Bill and 

Young Showings
N
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