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SAMPLE

2006

Assay/analysis                

Rock

Copper 4.28 % Rock samples of vein hosted quartz and chalcopyrite 

with abundant malachite staining and trace native 

copper hosted by chloritized pillow basalts and 

brecciated basalts from the Lookout/Cashmore South 

area were reported to have yielded values up to 3.14 

and 4.28 per cent copper

Harrison, D., McKinley, S. (2007-06-18): Technical 

Report on the Coastal Copper Project, Anyox Area

N

SAMPLE

1998

Assay/analysis                

Grab

Copper 0.0119 %

Zinc 0.2238 %

Sample collected from a narrow 

quartz-pyrite-sphalerite-chalcopyrite vein exposed in 

an old trench.

D.J. Alldrick, British Columbia Geological Survey, 

1998.

N
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