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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2016

Assay/analysis                

Drill Core

Gold 0.27 g/t

Copper 0.15 %

A drill hole (DN16-05), collard 150 metres from the 

2014 drilling, intercepted porphyry copper-gold 

mineralization associated with strong potassium 

feldspar alteration over 74.2 metres.

Mastalerz, K., Walus, A. (2020-03-31): National 

Instrument 43-101 F-1 Technical Report on Del Norte 

Property

N

MAIN

2014

Assay/analysis                

Drill Core

Gold 0.44 g/t

Copper 0.07 %

Silver 1.96 g/t

Assay from drill hole D14-05, over 107.9 metres.

Assessment Report 35325

Y

SAMPLE

1990

Assay/analysis                

Grab

Gold 12.06 g/t

Silver 63.75 g/t

Sample over 6 metres at the Humdinger zone.

Assessment Report 21535.

N
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