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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1991

Assay/analysis                

Grab

Silver 47.3000 g/t

Copper 0.2172 %

Lead 0.5130 %

Zinc 0.4181 %

Sample (SR-32) from a quartz vein containing minor 

chalcopyrite, galena and malachite in a clay envelope.

Assessment Report 22033.
N
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