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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

ROCK

2014

Assay/analysis                

Rock

Gold 31.4 g/t

Copper 0.863 %

Lead 20.45 %

Zinc 26.22 %

Sample 1748066. 4 centimetre quartz vein with 

chalcopyrite, sphalerite, and galena.

Assessment Report 35184
N

SAMPLE

1987

Assay/analysis                

Grab

Silver 1.6000 g/t

Gold 0.0310 g/t

Copper 0.0103 %

Lead 0.0129 %

Zinc 0.2090 %

Grab sample of chloritized lapilli tuff with 5 per cent 

pyrite and sphalerite.

Assessment Report 16892.
N

SNOW

1974

Assay/analysis                

Chip

Silver 82.9700 g/t

Copper 7.0700 %

Molybdenum 0.0030 %

Lead 0.0100 %

Chip sample M-C from granite porphyry hosting 

chalcopyrite and malachite (Mo reported as MoS2 per 

cent).

Assessment Report 5142.
N
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