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Year/Report On
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Category
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Comments

SHOWING

2016

Assay/analysis                

Rock

Copper 1.9 %

Lead 0.57 %

Silver 840 g/t

Antimony 1.0 %

Zinc 0.22 %

Rock sample (Sample 1) of milky white quartz vein 

with clots of malachite and azurite and possible 

sulphide minerals at UTM coordinates 522228E, 

6450215N.

Assessment Report 37071.

N

SHOWING

2011

Assay/analysis                

Grab

Lead 1 %

Copper 0.62 %

Silver 100 g/t

Antimony 0.2 %

Zinc 0.08 %

Gold 0.12 g/t

Grades given are: greater than 10,000 parts per million 

(ppm) lead, 806 ppm zinc, 6222 ppm copper, greater 

than 100 ppm silver, 128 parts per billion gold, and 

greater than 2000 ppm antimony.

Fieldwork 2011, pages 75-98.
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