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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Gold 10.05 g/t

Silver 535 g/t

two grab samples (C287111 and C201125) yielded 0.42 

and 10.05 grams per tonne gold, 535 and 71 grams per 

tonne silver with 1.35 and 0.227 per cent lead, 

respectively

Aurora Geosciences Ltd. (2012-07-09): Technical 

Report – Golden Eagle Property

N

SAMPLE

1988

Assay/analysis                

Chip

Silver 15.7000 g/t

Arsenic 1.1300 %

Gold 1.7000 g/t

Copper 0.0250 %

Lead 0.1915 %

Zinc 0.0262 %

Over 1.5 metres. Also 0.0121 per cent antimony.

Assessment Report 18522.

N

Sunday, May 5, 2024 Page 1 of 1104M  061MINFILE  Number:


