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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2008

Assay/analysis                

Drill Core

Gold 7.93 g/t

Silver 23.8 g/t

From a 5.09-metre drill intersection.

Assessment Report 31079.

N

SAMPLE

1988

Assay/analysis                

Grab

Silver 22.3000 g/t

Arsenic 5.1000 %

Gold 37.7000 g/t

Copper 0.0318 %

Lead 0.0218 %

Zinc 0.0484 %

Sample from vein with bands of massive arsenopyrite.  

Also, 0.0302 per cent antimony.

Assessment Report 18522, sample C8R 100R.
N
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