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MINFILE  Number: Name: Status:082ESW016 GOLCONDA Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1969 Silver  2,457 

Copper  4,032 

Lead  127 

 15 

1960 Silver  14,307 

Gold  62 

Copper  27,696 

Molybdenum  2,456 

Lead  638 

 1,361  1,361 

1930 Silver  715 

Copper  1,506 

 13 

1919 Silver  12,192 

Gold  156 

Copper  2,803 

 18 

1918 Silver  529 

Copper  1,687 

 10 

1917 Copper  344 

Molybdenum  204 

 4 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  30,200 grams  971 ounces

Gold  218 grams  7 ounces

Copper  38,068 kilograms  83,926 pounds

Molybdenum  2,660 kilograms  5,864 pounds

Lead  765 kilograms  1,687 pounds

 1,421  1,566 

 1,361  1,500 

tonnes

tonnes

tons

tons

MINFILE  Number: 082ESW016 Name: GOLCONDA Status: Past Producer

1960 National Mineral Inventory 082E5 Cu1.

1918 See Minister of Mines Annual Report 1918, page 213.

1917 See Minister of Mines Annual Report 1917, page 206.
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