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MINFILE  Number: Name: Status:082FNW015 HALLMAC Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1990 Gold  33 

1989 Silver  1,768,320 

1984 Silver  328,656 

Gold  611 

Lead  23,550 

Zinc  3,196 

 553  553 

1983 Silver  1,704,128 

Lead  248,013 

 905 

1982 Silver  1,960,359 

Lead  273,946 

 1,073 

1981 Silver  1,600,616 

Lead  255,771 

 728 

1980 Silver  180,618 

Gold  28 

Lead  30,109 

Zinc  414 

 41 

1966 Silver  25,940 

Gold  31 

Zinc  10,345 

Lead  6,520 

Cadmium  64 

 658  658 

1965 Silver  29,268 

Zinc  14,019 

Lead  6,281 

Cadmium  81 

 247  247 

1951 Silver  156,355 

Zinc  144,730 

Lead  30,108 

Cadmium  237 

 3,836 

Page 1 of 2Sunday, May 5, 2024 082FNW015MINFILE  Number:



Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  7,754,260 grams  249,305 ounces

Gold  703 grams  23 ounces

Lead  874,298 kilograms  1,927,497 pounds

Zinc  172,704 kilograms  380,747 pounds

Cadmium  382 kilograms  842 pounds

 8,041  8,863 

 1,458  1,607 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW015 Name: HALLMAC Status: Past Producer

1990 Custom ore; unknown tonnage.

1989 Custom ore; unknown tonnage.

Comments:
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