
MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE  Number: Name: Status:082FNW062 HECLA Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1983 Silver  39,937 

Gold  27 

Zinc  22,590 

Lead  622 

 710 

1982 Silver  23,110 

Zinc  13,491 

Lead  355 

 388 

1981 Silver  92,266 

Gold  45 

Zinc  43,318 

Lead  483 

Cadmium  391 

 74 

1980 Silver  570,065 

Gold  228 

Zinc  41,665 

Lead  29,784 

Copper  390 

 489 

1975 Silver  55,301 

Lead  2,651 

Zinc  1,106 

 12 

1966 Silver  1,348,253 

Zinc  278,318 

Lead  154,819 

Cadmium  1,999 

 6,471  6,471 

1965 Silver  3,981,153 

Zinc  434,971 

Lead  384,763 

Cadmium  2,570 

 9,911  9,911 

1964 Silver  1,191,711 

Gold  156 

Zinc  76,413 

Lead  74,001 

Cadmium  618 

 2,763  2,763 
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Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  7,301,796 grams  234,758 ounces

Gold  456 grams  15 ounces

Zinc  911,872 kilograms  2,010,334 pounds

Lead  647,478 kilograms  1,427,445 pounds

Cadmium  5,578 kilograms  12,297 pounds

Copper  390 kilograms  860 pounds

 20,818  22,947 

 19,145  21,103 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FNW062 Name: HECLA Status: Past Producer

1981 Crude ore.

1980 Figures combined with Monarch (082FNW060) in BC METAL 

MM01290.

1975 Crude ore.

1966 Figures combined with Monarch (082FNW060) in BC METAL 

MM01290.

1965 Figures include Mammoth (082FNW060); BC METAL MM01290.

1964 Figures include Mammoth (082FNW060).

Comments:
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