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MINFILE  Number: Name: Status:082FSW026 REEVES MACDONALD Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1971 Silver  224,128 

Zinc  963,490 

Lead  249,848 

Cadmium  6,029 

Copper  693 

 22,948  22,948 

1970 Silver  623,242 

Zinc  4,278,593 

Lead  1,212,919 

Cadmium  25,242 

Copper  3,073 

 97,351  97,351 

1969 Silver  890,354 

Zinc  7,918,309 

Lead  2,106,533 

Cadmium  48,257 

Copper  5,752 

 182,538  182,538 

1968 Silver  1,393,881 

Zinc  9,553,047 

Lead  2,558,040 

Cadmium  63,034 

Copper  9,145 

 280,601  280,601 

1967 Silver  2,029,564 

Zinc  10,394,976 

Lead  2,510,921 

Cadmium  72,329 

Copper  8,921 

 367,210  367,210 

1966 Silver  1,547,903 

Zinc  12,596,890 

Lead  3,618,969 

Cadmium  75,324 

 359,172  359,172 

1965 Silver  1,470,363 

Zinc  12,418,158 

Lead  3,737,941 

Cadmium  71,955 

 371,494  371,494 

1964 Silver  1,208,352 

Zinc  11,755,500 

Lead  3,602,415 

Cadmium  72,342 

 365,260  360,394 

1963 Silver  467,043 

Zinc  4,794,345 

Lead  1,797,891 

Cadmium  25,324 

 132,417  132,417 
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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1962 Silver  1,300,821 

Zinc  13,245,492 

Lead  4,155,753 

Cadmium  75,674 

 378,700  378,700 

1961 Silver  1,675,674 

Zinc  15,191,069 

Lead  6,161,803 

Cadmium  87,244 

 381,476  381,476 

1960 Silver  784,760 

Zinc  11,245,993 

Lead  1,675,998 

Cadmium  72,507 

 380,117  373,107 

1959 Silver  1,004,751 

Zinc  12,941,180 

Lead  3,998,961 

Cadmium  72,907 

 399,145  382,461 

1958 Silver  731,543 

Zinc  12,800,366 

Lead  3,616,754 

Cadmium  70,731 

 378,363  378,363 

1957 Silver  813,499 

Zinc  12,418,458 

Lead  3,593,779 

Cadmium  68,107 

 367,890  367,890 

1956 Silver  779,503 

Zinc  13,769,973 

Lead  3,558,998 

Cadmium  76,715 

 363,057  363,057 

1955 Silver  233,397 

Zinc  4,636,989 

Lead  738,295 

Cadmium  25,538 

 60,664  59,031 

1953 Silver  230,629 

Zinc  1,999,473 

Lead  1,070,575 

Cadmium  12,066 

 144,959  144,959 

1952 Silver  844,415 

Zinc  10,329,550 

Lead  2,871,414 

Cadmium  62,664 

 308,254  308,254 

1951 Silver  956,262 

Zinc  10,618,013 

Lead  2,741,552 

Cadmium  72,524 

 270,487  270,487 

1950 Silver  516,807 

Zinc  7,848,597 

Lead  1,733,115 

Cadmium  48,166 

 193,570  193,570 
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1949 Silver  115,112 

Zinc  1,897,545 

Lead  380,310 

Cadmium  10,986 

 42,348  42,348 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  19,842,003 grams  637,935 ounces

Zinc  203,616,006 kilograms  448,896,453 pounds

Lead  57,692,784 kilograms  127,190,817 pounds

Cadmium  1,215,665 kilograms  2,680,083 pounds

Copper  27,584 kilograms  60,812 pounds

 5,848,021  6,446,339 

 5,817,828  6,413,057 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FSW026 Name: REEVES MACDONALD Status: Past Producer

1971 Ceased milling in July 1971.  See Annex (082FSW219).

Comments:
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