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MINFILE  Number: Name: Status:082FSW168 ATHABASCA (L.1569) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1943 Gold  1,804 

Silver  1,493 

Lead  279 

 39 

1941 Silver  3,546 

Gold  1,524 

Zinc  1,035 

Lead  785 

 48 

1940 Silver  7,154 

Gold  2,519 

Zinc  3,509 

Lead  1,081 

 84 

1939 Silver  2,333 

Gold  1,400 

Zinc  488 

Lead  206 

 26 

1938 Silver  10,264 

Gold  3,017 

Zinc  3,131 

Lead  1,474 

 97 

1937 Silver  8,491 

Gold  4,168 

Zinc  1,719 

Lead  1,274 

 71 

1936 Silver  14,214 

Gold  3,577 

Zinc  2,732 

Lead  1,325 

Copper  13 

 58 

1935 Silver  498 

Gold  187 

Zinc  213 

Lead  158 

 7 

1934 Silver  8,771 

Gold  5,443 

Zinc  1,120 

Lead  686 

 149 

1917 Gold  3,110  118  118 

1911 Gold  23,576 

Silver  9,362 

Lead  1,494 

 611  611 

1910 Gold  34,213 

Silver  11,508 

Lead  571 

 1,814  1,814 
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1904 Gold  99,810  6,586  6,586 

1901 Gold  36,079  1,642  1,642 

1900 Gold  253,147 

Silver  88,955 

 25,561  4,595 

1899 Gold  155,204 

Silver  33,218 

 4,853  4,853 

1898 Gold  3,048 

Silver  1,991 

 15 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Gold  631,826 grams  20,314 ounces

Silver  201,798 grams  6,488 ounces

Zinc  13,947 kilograms  30,748 pounds

Lead  9,333 kilograms  20,576 pounds

Copper  13 kilograms  29 pounds

 41,779  46,053 

 20,219  22,287 

tonnes

tonnes

tons

tons

MINFILE  Number: 082FSW168 Name: ATHABASCA (L.1569) Status: Past Producer

1943 Tailings

1917 Estimated

Comments:
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