
MINFILE Production Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE  Number: Name: Status:092L  034 IRON CROWN (L.126) Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1963 Iron  279,120,235  509,540  509,540 

1962 Iron  328,645,006  609,632  609,632 

1961 Iron  384,486,471  604,509  604,509 

1960 Iron  275,495,144  434,766  434,766 

1959 Iron  7,438,876  17,236  11,612 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Iron  1,275,185,732 kilograms  2,811,303,312 pounds

 2,175,683  2,398,279 

 2,170,059  2,392,080 

tonnes

tonnes

tons

tons

MINFILE  Number: 092L  034 Name: IRON CROWN (L.126) Status: Past Producer

Comments:
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