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Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1981 Silver  22,647 

Gold  201 

Lead  509 

Zinc  332 

Copper  53 

 22  22 

1950 Silver  230,722 

Gold  62 

Lead  5,243 

Zinc  4,729 

 25  25 

1947 Silver  53,186 

Gold  31 

Lead  1,645 

Zinc  1,265 

 18  18 

1939 Silver  379,332 

Gold  467 

Lead  7,502 

Copper  871 

 864  864 

1938 Silver  617,301 

Gold  746 

Lead  10,310 

Copper  1,394 

 1,390  1,390 

1932 Silver  518,145 

Gold  498 

Lead  14,543 

Copper  654 

 75  75 

1931 Silver  7,955,090 

Gold  4,883 

Lead  204,411 

Copper  7,387 

 3,088  3,088 

1930 Silver  53,612,614 

Gold  13,748 

Lead  961,644 

Copper  14,920 

 19,759  19,759 

1929 Silver  3,413,274 

Gold  995 

Lead  37,710 

Copper  1,591 

 1,437  1,437 

1927 Silver  2,111,178 

Gold  4,199 

Lead  48,235 

Copper  87 

 126  126 
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1926 Silver  2,690,005 

Gold  560 

Lead  62,196 

Zinc  2,753 

 184  184 

1925 Silver  722,088 

Gold  404 

Lead  14,045 

Copper  22 

 163  163 

1924 Silver  1,041,391 

Gold  280 

Lead  16,556 

 133  133 

1922 Silver  65,005 

Copper  306 

 6  6 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  73,431,978 grams  2,360,893 ounces

Gold  27,074 grams  870 ounces

Lead  1,384,549 kilograms  3,052,408 pounds

Copper  27,285 kilograms  60,153 pounds

Zinc  9,079 kilograms  20,016 pounds

 27,290  30,082 

 27,290  30,082 

tonnes

tonnes

tons

tons

MINFILE  Number: 103P  089 Name: PORTER-IDAHO Status: Past Producer

Comments:

Page 2 of 2Saturday, April 27, 2024 103P  089MINFILE  Number:


