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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

1989

Assay/analysis                

Rock

Gold 0.17 g/t

Silver 62.5 g/t

Copper 5.64 %

Rock sample (BCS 18402) of siliceous skarn.

Property File - Lee, L. (1989-11-01): Summary Report 

- Burrell Creek.N

SKARN

1970

Assay/analysis                

Chip

Copper 1.28 %

Silver 28.0 g/t

Chip sample (38255) from the east end of the western 

skarn zone over 4.5 metres.

Property File - R.W. Phendler [1970-06-19]: Report on 

the Franklin Camp Grand Forks, British Columbia for 

Great Plains Development Co. of Canada Ltd.

N

SAMPLE

1969

Assay/analysis                

Chip

Copper 1.05 % Three surface samples yielded 1.05, 0.63 and 0.21 per 

cent copper over 3 metres, respectively.

Property File - R.W. Phendler [1970-06-19]: Report on 

the Franklin Camp Grand Forks, British Columbia for 

Great Plains Development Co. of Canada Ltd.

N
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