
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ENE033 IXL Prospect

Ore Zone/
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Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

2004

Assay/analysis                

Chip

Copper 0.8 %

Gold 3.85 g/t

The southern-most trench (No. 7) on the lower zone 

over 5.5 metres

Assessment Report 27626
N

SKARN

2004

Assay/analysis                

Chip

Gold 0.86 g/t

Copper 0.65 %

trench No.1 on lower zone over 30 metres

Property File - Stockwatch News [2004-10-13]: 

Exploration results the IXL, Burrell and Extension 

claims
N

SKARN

2004

Assay/analysis                

Chip

Gold 0.52 g/t

Silver 154 g/t

Copper 2.84 %

Lead 3.2 %

Zinc 6.93 %

trench no. 11 on lower zone over 3 metres

Property File - Stockwatch News [2004-10-13]: 

Exploration results the IXL, Burrell and Extension 

claims
N

SKARN

2004

Assay/analysis                

Chip

Gold 1.21 g/t

Copper 0.17 %

Trench 04-3 over 20.5 metres of upper zone

Assessment Report 27626

N

SKARN

2004

Assay/analysis                

Drill Core

Copper 2.49 %

Silver 76.3 g/t

Gold 0.30 g/t

over 1.1 metres in hole IXL 04-10

Property File - Stockwatch News [2004-12-14]: Grand 

Forks, BC exploration results - IXL claimsN

PORPHYRY

2004

Assay/analysis                

Drill Core

Gold 1.26 g/t

Copper 0.39 %

over 5.7 metres in hole IXL 04-1

Property File - Stockwatch News [2004-12-14]: Grand 

Forks, BC exploration results - IXL claimsN

SKARN

1991

Assay/analysis                

Channel

Gold 0.0880 g/t

Copper 0.2400 %

Zinc 0.3600 %

Average grade from 14 samples.

Assessment Report 21768.

N

PORPHYRY

1991

Assay/analysis                

Channel

Gold 0.1600 g/t

Copper 0.1200 %

Average of samples.  Samples assayed up to 1 per cent 

copper and 1.6 grams per tonne gold.

Assessment Report 21768.
N

VEIN

1989

Assay/analysis                

Grab

Copper 0.13 %

Lead 3.30 %

Silver 49.5 g/t

Gold 0.14 g/t

a sample of the mineralized vein

Property File - L. Lee [1989-11-01]: Summary Report - 

Burrell CreekN

SKARN

1989

Assay/analysis                

Grab

Copper 2.03 %

Lead 1.67 %

Zinc 8.13 %

Silver 52.2 g/t

Gold 0.33 g/t

a sample from the northern mineralized skarn

Property File - L. Lee [1989-11-01]: Summary Report - 

Burrell CreekN
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PORPHYRY

1970

Assay/analysis                

Chip

Copper 0.78 % a continuous chip sample over 21 metres of the feldspar 

porphyry

Property File - R.W. Phendler [1970-06-19]: Report on 

the Franklin Camp Grand Forks, British Columbia for 

Great Plains Development Co. of Canada Ltd.

N

PORPHYRY

1969

Assay/analysis                

Chip

Copper 0.95 % over 3.6 metres from trench no. 2

Property File - G.W.H. Norman [1969-01-01]: Franklin 

Project Grand Forks Area - 1969 - Field Work, 

Geological Considerations and Results - Geochemical 

Soil & Stream Sediment Survey

N

PORPHYRY

1969

Assay/analysis                

Drill Core

Copper 0.26 % over 1.5 metres

Property File - L. Lee [1989-11-01]: Summary Report - 

Burrell CreekN

SKARN

1969

Assay/analysis                

Chip

Gold 44.5 g/t

Silver 153.9 g/t

Copper 0.52 %

over 3 metres in trench no. 1

Property File - G.W.H. Norman [1969-01-01]: Franklin 

Project Grand Forks Area - 1969 - Field Work, 

Geological Considerations and Results - Geochemical 

Soil & Stream Sediment Survey

N
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