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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1920

Assay/analysis                

Grab

Platinum 2.0600 g/t Sample of rusty weathering pyroxenite, containing 

disseminated chalcopyrite, from shaft.

Thomlinson, W. (1920): Mineral Investigations - 

Platinum, page 164.
N
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