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Comments

JACKPOT

2005

Assay/analysis                

Grab

Silver 84.1 g/t

Gold 1.91 g/t

Zinc 8.84 %

Lead 3.98 %

Copper 1.19 %

nineteen grab samples from the Jack zone averaged 1.94 

per cent zinc with a maximum of 8.84 per cent zinc, 

3.98 per cent lead, 1.19 per cent copper, 84.1 grams per 

tonne silver and 1.91 grams per tonne gold

Caron, L. (2007-03-08): Technical Report on the IXL 

Property, Franklin Camp

N

DUMP

1989

Assay/analysis                

Rock

Gold 9.2 g/t

Silver 239.4 g/t Property File - L. Lee [1989-11-01]: Summary Report - 

Burrell CreekN
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