
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:082ENW061 BLACK Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2018

Assay/analysis                

Rock

Copper 1.05 %

Molybdenum 0.356 %

Silver 37.7 g/t

Gold 0.13 g/t

Sample 1750352

Chapman, J. (2019-12-27): National Instrument 43-101 

Technical Report on the Arlington Project, Greenwood 

Mining Division, British Columbia, Canada
N

SAMPLE

1988

Assay/analysis                

Chip

Silver 52.6900 g/t

Gold 0.6800 g/t

Copper 1.7200 %

Molybdenum 1.1900 %

Composite chip sample of quartz vein; sample number 

6663.
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