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MINFILE Number: Status:Name:082ENW069 JOHNSON'S SLOUGH Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1979

Assay/analysis                

Auger

Uranium    0.0150 % At the Meadow Valley Slough the average thickness of 

the uraniferous layer is 2.0 metres.

Culbert, 1979.
N
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