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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

VEIN

2013

Assay/analysis                

Rock

Gold 1.5 g/t

Silver 32.0 g/t

Copper 0.11 %
Chapman, J. (2017-10-11): NI 43-101 Technical Report 

on the Amarillo Property.N

TRENCH

1960

Assay/analysis                

Chip

Copper 0.8700 % Assumed to be the average of a chip sample across a 

125-metre trench.

Quoted from earlier work in Assessment Report 7790.
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